Nhém Héa — THPT Yén Hoa Chuyén dé polime
Chuyén 88 polime

Monome, polime va phwong phap diéu che

Cau 1. (Lao Cai 21) Polietilen (PE) dugc di¢u ché tir phan img trung hop chét nao sau day ?
A. CH; =CH —CHa.. B. CH,=CHCl. C.CH;-CH; D. CH,=CH»

Cau 2. (18) Trung hop propilen thu dugc polime c6 tén goi la

A. polipropilen. B. polietilen. C. polistiren. D. poli(vinyl clorua).
Ciu 3. (Lwong Thé Vinh 21) Poli(vinyl clorua) dugc diéu ché bing phan tmg tring hop chit

nao sau day?

A. CH; — CH.CL. B. CH=CClL C. CH;Cl— CHCl. D. CH,= CHCL

Ciu 4. (Vinh Phiic 19) Polistiren duge tong hop bang phan tmg tring hop monome nao dudi
day?

A. C¢Hs-CH=CH.. B. CH,=CH-CH;.

C. CH,=CH-CH=CH.. D. CH,=CH..

Ciu 5. (Thanh Héa 20) Monome c6 cong thire ndo sau diy dung dé san xuat to olon?

A. CH,=CH; B. CH,=CH-CH, C. CH,=CH-CN D. CH,=CH-Cl

Cau 6.  (B-14) Trung hop hidrocacbon nao sau day tao ra polime dung dé san xuit cao su buna?
A. 2-metylbuta-1,3-dien. (CH,=C(CH3) - CH=CH;

B. Penta-1,3-dien. (CH,=CH — CH=CH-CH3)

C. But-2-en.(CH3;CH=CHCHy3)

D. Buta-1.3-dien.

Ciu 7. (Chuyén Vinh Phic 19) Poli(metyl metacrylat) va nilon-6 dugc tao thanh tir cac
monome tuong mg la:

A. CH>=C(CH3)-COOCH3 va HaN-[CH2]s-COOH.

B. CH;-COO-CH=CH, va H,N-[CH;]5-COOH.

C. CH,=C(CH;)-COOCH; va H,N-[CH,]s-COOH.

D. CH>=CH-COOCH; va HoN-[CH2]e-COOH.

Ciu 8. (2008) To nilon — 6,6 duge diéu ché bing phan (g tring ngung

A. HOOC-(CH;)s~COOH va H,N-(CH;)¢-NH,. B. HOOC—(CH,),~COOH va HO-(CH,),-OH.
C. H2N-(CH,)s—COOH. D. HOOC—(CH;),~-CH(NH,)-COOH.

Cau9. Cho cac hoa chat:

a) Hexametylendiamin b) Etylen glicol ¢) Hexaetyldiamin

d) Axit malonic e) Axit adipic f) Axit terephtalic

Hoéa chét thich hop dé diéu ché to lapsan la:

A.b, T B. a, d. C.a, e D.b,e.
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Nhom Héa — THPT Yén Ht."}a Chuyén dé polime
Cau 10. Cho so d6 phan mng:

triung hop

CH=CH + HC=N- X; R &
trung hop

X +CH=CH-CH=CH>

Y va Z lan luot ding dé ché tao vat liéu polime nao sau day ?

polime Z

A. To capron va cao su buna B. To nilon-6, 6 va cao su cloropren
C. To olon va cao su buna - N D. To nitron va cao su buna — S.
Ciu 11. (Chuyén Lé Hong Phong 20) Polime thién nhién X mau tring, dang s¢i, khong tan

trong nudce, cé nhiéu trong than cay: day, gai, tre, nira... Polime X la

A. Glicogen B. Xenlulozo C. Cao su isopren D. Tinh bt

Cau 12.  (Ninh Binh 21) Polime nao sau day khi dot chay hoan toan chi thu dugc CO, va H,O?
A. Polietilen. B. To nitron. C. Nilon-6. D. Nilon-6.6.

Céau 13. (MH 21) Phan tu polime nao sau day c6 chira nito?

A. Polietilen. B. Poli(vinyl clorua).

C. Poli(metyl metacrylat). D. Poliacrilonitrin

Cau 14. (Lé Qui Pon 21) Cho cac polime: polietilen, to olon, to capron, nilon-6,6, tinh bot,
protein, cao su isopren va cao su buna-N. S6 cac polime chira nito trong phan tir 1a

A. 4. B. 7. €5, D. 6.

Trung hep

Cau 15. (Chuyén Bic Giang 21) Cho day cac chét:

CH,=CHCl, CH,=CH;, CH, =CH-CH=CH, , H,NCH,COOH.

S6 chét trong diy c6 kha ning tham gia phan mg tring hop 1a

A3 B. 4. C. L D. 2.

Cdu 16. (Thanh Héa 21) Cho cac monome sau: stiren, vinyl axetat, metyl axetat, propilen,
benzen, toluen. S6 monome c6 thé tham gia phan img tring hop 1a

A.5 B.3 €2 D.4

Cau 17. (Ha Ngi 2020) Cho cac polime sau: poli(vinyl clorua); poli(metyl metacrylat);
poli(etylen terephtalat); poliacrilonitrin. S6 polime duge diéu ché bing phan tmg tring hop la
A.l B 3. c. D. 4

Ciau 18. (Lam Son 19) Cho cac polime sau: PVC; teflon; PE; Cao su Buna; to axetat; to nitron;
cao su isopren; to nilon-6,6. SO polime dugc diéu ché tir phan img tring hop 1a

A.S. B.7. C.6. D. 8.
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Nhém Hoa — THPT Yén Hoa Chuyén dé polime
Triing ngung

Cau 19. (16) Qua trinh nhiéu phan tir nho (monome) két hop véi nhau thanh phan tir 1on

(polime) dong thoi giai phong nhimg phén tir nude goi la phan img

A. nhiét phan. B. trao doi. C. trung hop. D. tring ngung.
Cau 20. (Hung Yén 21) Chét tham gia phan tng tring ngung tao polime 1a

A. CH»=CH» B. CH,=CHCI

C. CH;-CH; D. H.N(CH,)sCOOH

Ciu 21. (Thai Binh 2020) Chét tham gia phan tng triing ngung la

A. stiren (vinylbenzen). B. metyl metacrylat

C. axit e&-aminocaproic. D. vinylxianua (acrilonitrin).

Cau 22. 2020) Polime nao sau day duoc diéu ché bing phan tmg tring ngung?

A. Polipropilen. B. Poli(hexametylen adipamit).

C. Poli(metyl metacrylat). D. Polietilen.

Ciu 23. (Vinh Phiic 21) Polime nao sau day duoc tong hgp bang phan (g tring ngung?
A. Poli(etylen terephtalat). B. Polietilen.

C. Poli(vinyl clorua). D. Poliacrilonitrin,

Cau 24. (2020) Polime nio sau day duoc diéu ché bang phan (mg tring ngung?

A. poli(metyl metacrylat). B. poli(etylen terephtalat).

C. polibutadien. D. polietilen.

Ciu 25. (Chuyén Nguyén Tat Thanh Kon Tum 21) Day polime dugc tong hop tir phan (g
trung ngung la

A. Poliisopren, to nitron, nilon-6

B. Polipropilen, poli(phenol-fomandehit), nilon-7

C. To lapsan, nilon-6, poli(phenol-fomandehit)

D. Nilon-6,6, to nitron, polipropilen

Ciu 26. (Chuyén Hung Vuong 21) Trong cac polime sau: (1) poli (metyl metacrylat); (2)
polistiren; (3) nilon-7; (4) poli (etylen- terephtalat); (5) nilon- 6,6; (6) poli (vinyl axetat), cac
polime la san pham ctia phan tng tring ngung la

A. (1), (3), (6). B. (1), (2), (3). C. (3), (4), (5). D. (1), (3), (5).
Cau 27. (Tién Giang 20) To nilon-6,6 1a san pham cua phan tng tring ngung hdn hop

A. axit terephtalic va hexametylendiamin. B. axit terephtalic va etylen glicol.

C. axit adipic va etylen glicol. D. Axit adipic va hexanetylen diamin.

Phin loai polime theo nguon goc

Ciau 28. (18) Polime nao sau day thudc loai polime thién nhién?
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Nhém Hoa — THPT Yén Hoa Chuyén dé polime
A. Polistiren. B. Polipropilen. C. Tinh bdt. D. Polietilen.

Cau 29. (Lwong Thé Vinh 21) Polime nao sau day 1a polime thién nhién?

A. Cao su buna. B. To nilon-6,6. C. Amilozo. D. PVC.
Cau 30. (Chuyén Lao Cai 21) Polime nao sau day thugc loai polime thién nhién?

A. To olon. B. To tim. C. Polietilen. D. To axetat.
Ciu 31. (Chuyén Lam Son 21) Chat nao sau day 1a polime ban tong hop?

A. Tinh bét. B. To tam. C. Xenlulozo. D. To visco.
Cau 32. Polime nio sau day thudc loai polime ban tong hop?

A. To nitron. B. Poli(vinyl clorua).

C. Cao su Buna-N D. To xenlulozo axetat.

Cdu 33. (Chuyén Long An 19) Nhom vat liéu nao sau day duoc ché tao tir polime thién nhién?
A. Nhua bakelit, to tam, to axetat. B. Cao su isopren, nilon-6,6, keo dan gé.

C. To visco, cao su buna, keo dan gf‘i D. To visco, to tam, phim anh.

Ciu 34. (Chuyén Lé Qui Pon DN 21) Trong cac polime: to tam, soi bong, to axetat, to visco,
to nilon-6, to nitron, nhimg polime c6 nguén gdc tir xenlulozo 1a:

A. sg1 bong, to axetat va to visco. B. to tam, soi bong va to nitron.

C. sgi bong, to visco, to nilon-6. D. to visco va to nilon-6.

Ciau 35. (Thai Nguyén 21) Cho cac polime: poli(vinyl clorua), poli(etylen terephtalat), nilon-

6.6, to visco. SO polime tong hop 14

A.3 B.2 C.4 D. 1

Cau true polime

Cau 36. (MH 18) Polime nio sau day c6 cau tric mach phan nhanh?

A. Amilopectin. B. Polietilen. C. Amilopectin. D. Polietilen.

Cau 37. (Chuyén Bién Hoa 20) Polime nao dudi day co cau tric mang ludi khong gian?

A. Poli(vinyl clorua).  B. Polietilen. C. Amilopectin. D. Cao su luu hoa.

Céiu 38. (2008) Polime c6 cau triic mang khong gian (mang luai) la

A. PVC. B. nhua bakelit. C.PE; D. amilopectin.

Ciu 39. (Ninh Binh 19) Cho cac polime sau: polietilen, poli(vinyl clorua), cao su luu hoa,

nilon-6,6, amilopectin, xenlulozo. $6 polime ¢ ciu triic mach khong phan nhanh la
A. 3. B. 5. C.6. D. 4.
Tinh chat vat ly

Cau 40. (Thai Nguyén 21) Phat biéu nao sau day khong ding veé polime?
A. Phan tir do nhiéu mét xich tao nén

B. Khong tan trong nudc va cac dung moi thong thuong
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Nhom Héa — THPT Yéq Hoa Chuyén dé polime
C. C6 phan tur khoi 16n

D. Co6 nhi¢t d§ nong chay va nhiét d¢ soi xac dinh

Ciu 41. (Chuyén Thai Binh 21) Cho cac polime (1) Polietilen, (2) poli(metyl metacrylat),
(3) polibutadien, (4) polistiren, (5) poli(vinyl axetat) va (6) to nilon-6,6. Trong cac polime trén,
cac polime c¢o thé bi thuy phan trong dung dich axit va dung dich kiém la:

A. (1), (4), (5) B. (2). 3). (6). C. (1), (2), 5). D. (2), (5), (6).

CAu 42. (Chuyén Bic Ninh 18) Cac chat déu khdng bi phan thiy phan trong dung dich
H>SO; lodng nong la

A. to capron; nilon-6,6; polietilen

B. polietilen; cao su buna; polistiren

C. nilon-6,6; poli(etylen-terephtalat); polietilen

D. poli(vinyl axetat); polietilen; cao su buna

Ciu 43. (18) Khi nhya PVC chay sinh ra nhiéu khi doc, trong d6 c¢6 khi X. Biét khi X tac dung
véi dung dich AgNOs, thu duge két tia tring. Cong thirc cia khi X 1a

A. GH,. B. HCIL C GOk D. CHa.

Cau 44. Polime ndo co6 thé tham gia phan tng cong hidro?

A. Poli propilen B. Cao su buna C. Polivyl clorua D. Nilon-6,6
Ciau 45. Phan Ung nao sau day la loai phan rng giir nguyén mach polime

A. Thuy phan tinh bét trong méi truong axit

B. Dun néng nhya rezol & 150°C

C. Luu hoa cao su

D. Thity phan poli(vinyl axetat) trong moi truong kiém

CAu 46. (Chuyén Long An 19) Tién hanh thi nghiém cua mot vai vat liéu polime vdi dung
dich kiém theo cac budc sau day:

Bude 1: Lfiy 4 f)ng nghiém dyng lan luot cac chit PE, PVC, soi len, xenlulozo theo thi tu 1,
2, 3, 4. Budc 2: Cho vao mdi éng nghiém 2 ml dung dich NaOH 10%, dun s6i roi dé nguoi.
Budce 3: Gat lay 16p nude & mdi ong nghiém ta dugce tuong tmg cac 6ng nghiém 1', 2,

3'.4'. Budc 4: Thém HNO; va vai giot AgNO; vao 6ng 1', 2'. Thém vai giot CuSO4

vao ong 3', 4' Phat biéu nao sau diy sai

A. Ong 1' khong c6 hién tugng. B. Ong 2' xuat hién két tua tring.

C. Ong 3' xuét hién mau tim déc trung. D. Ong 4' xuat hién mau xanh lam.

Ciud47. (Chuyén Nguyén Trii 21) Chat nao sau day la vat liéu polime c¢6 tinh deo?
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Nhom Hoa — THPT Yén Hoa Chuyén dé polime
A. Nilon-6,6. B. Amilopectin. C. Xenlulozo trinitrat. D. Poli(vinyl clorua).

Cau 48. (Vinh Phiic 21) Polime nio sau day dugc ding lam chat déo?

A. Polietilen. B. Polibutadien. C. Xenlulozo. D. Nilon-6.6.

CAu 49. (Chuyén Nguyén T4t Thanh Kon Tum 21) Polime khong duoc ding lam chit déo 1a

A. poli(vinylclorua) B. poli buta-1,3-dien

C. polietilen D. poli(metyl metacrylat)

Cau 50. (Ninh Binh 21) Polime X la chat rin trong sudt, c6 kha ning cho anh sang truyén qua
tot nén duge ding ché tao thiy tinh hiru co plexiglas. Tén goi ctia X 1a

A. poliacrilonitrin. B. poli(metyl metacrylat).

C. poli(vinyl clorua). D. polietilen.

Ciu 51. Polime ndo ¢6 tinh cach dién té)t, bén dugc ding lam f')ng dan nudce, vai che mua, vat

liéu dién,...?

A. Cao su thién nhién B. polivinyl clorua C. polietylen D. thuy tinh hitu co
Ciau 52. Teflon la tén cua mot polime duge dung lam

A. chat déo. B. to tong hop.

C. cao su tong hop. D. keo dan.

Ciu 53.  Nhya phenolfomandehit duoc diéu ché bang cach dun nong phenol (du) véi dung
dich

A. HCOOH trong méi trudong axit. B. CH;CHO trong méi truong axit.
C. CH3;COOH trong méi truong axit. D. HCHO trong moi truong axit.
Ciu 54. Thanh phan chinh cia nhya bakelit (rezit) la

A. Polistiren B. Poli(vinyl clorua)

C. Nhya phenolfomandehit D. Poli(metylmetacrilat)

Ciu 55. (CD 14) To nitron dai, bén véi nhiét, gitr nhiét tot, thuong duoc ding dé dét vai va may
quéan 4o 4m. Tring hop chit nao sau day tao thanh polime dung dé san xudt to nitron?

A. CH, =CH-CN B. CH, =CH-CH,

C. H,N—[CH, ], -COOH D. H,N-[CH,], -NH,

(4w 56. (Thai Binh 19) Trong sO cac polime sau: [-NH-(CH;)s-NHCO-(CH3)4-CO-], (1);
[NH-(CH,)5-CO-], (2); [NH-(CH2)s-CO-]x (3); [CeH702(OOCCH;);3]n (4); (-CH2-CHa-)s (5);
(-CH,-CH=CH-CH>-), (6). Polime dugc diing dé san xuat to la

A. (3); (4); (1); (6). B. (1); (2); (6). C. (1); (2); (3); (4). D. (1); (2); (3).
Cau 57. (Chuyén Bién Hoa 20) To nao sau day thugc loai to thién nhién?

A. To nilon-6,6. B. To nilon-6. C. To tam. D. To visco.
Cau 58. (Ninh Binh 21) Day polime nao sau day thudc loai to nhan tao?

A. to tam va to visco. B. to visco va to xenlulozo axetat.

C. to visco va to nilon-6.6. D. to nilon-6.6 va to nilon-6.
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Nhém Héa — THPT Yén Hoa ] ) Chuyén dé polime
Cau 73.  (2020) C6 bao nhiéu to tong hgp trong cac to: to tam, bong, capron, xenlulozo axetat,

visco, nitron, nilon-6.6?

A. 3. B. 2. C.4. D. 1.

Ciu 74. (Hung Yén 21) Cho céc to sau: to axetat, to capron, to nitron, to nilon-6,6; to nilon-7,
poli(etylen terephtalat). S6 to thudc loai to poliamit 1a

A. 4 B.3 2 D. 1
Cau 75. To lapsan thudc loai
A. to poliamit. B. to visco. C. to polieste. D. to axetat.

Cidu 76. To nitron thudc loai to
A. Poliamit B. Polieste C. vinylic D. Thién nhién
Ciu 77. (Chuyén Long An 21) Nhan xét nao sau day khong dung vé to (-NH-[CH,]s-CO-)n?
A. Bén trong mdi truong axit va kidm.
B. Khong phai 1a to thién nhién
C. Thugc loai to poliamit va dugc goi la to policaproamit.
D. Dang mach khong phan nhanh.
Cao su
Ciu 78. (Chuyén Phan Ngoc Hién 21) Cho diy chuyén hoa sau:
CH4y — A — B — C — Cao su buna. Cong thirc phan tu cua A 1a

A. C;H,. B. C4Hyp . C. C;HsOH. D. C4Hs.

Cau 79. Chét nao sau déy c6 kha nang tring hop thanh cao su?

A. CH,=C(CH;)CH=CH, B. CH; - C(CH;)=C=CH;
C.CH;-CH,-C=CH D.CH; - CH=CH - CH;

Cdu 80. Qua nghién ctru thue nghiém cho thiay cao su thién nhién 1a polime ctia monome
A. Buta- 1.2-dien B. Buta- 1,3-dien

C. 2-metyl buta-1,3-dien D. Buta- 1,4-dien

Ciau 81. Cong thirc phan tir cua cao su thién nhién

A. (CsHg), B. (CsHg), C. (CsHg)n D. (C;Hy)s
Ciu 82. (2007) Day gom cac chat duge dung dé tong hop cao su Buna-S 13

A. CH>=CH-CH=CHa, luu huynh. B. CH,=C(CH3)-CH=CH,, C¢Hs;CH=CH,.
C. CH,=CH-CH=CH,, C¢HsCH=CH,. D. CH;=CH-CH=CH;, CH3-CH=CHo,.

Cau 83. Khang dinh nao sau day khong ding khi néi vé sy Iuu hoa cao su?

A. Ban chat qua trinh luu hoa cao su la tao ra nhiing cau noi(-S-S-)

B. Cao su luu hoa c¢6 nhimg tinh chat hon hin cao su thd nhu bén ddi véi nhiét dan hdi hon lau
mon, kho tan trong dung mo1 hiru co

C. Cao su luu hoa c6 céu tao mang khong gian

D. Cao su luu héa c6 nhing tinh chat vat li hon cao su thd nhu: tinh dan hoi, tinh déo, bén

Keo dan

Cau 84. Phat biéu nao sau day dung

A. Nhya va xam la dung dich cao su thién nhién trong dung méi hiru co nhu benzen hodéc toluen
B. Ho tinh bt 1a loai loai keo dan tong hop
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C. Keo epoxy va keo ure — formandehit c6 cung ban chat hoa hoc

D. Keo dan ¢6 kha ning két dinh 2 bé mit vat liéu do c6 phan img hoa hoc v6i cac chét trén 2
bé mat
Cau 85,  (19) Phat biéu nao sau day sai?
A. To nilon-6,6 duge diéu ché bing phan img tring ngung.
B. Cao su luu hoa ¢ ciu triic mang khong gian.
C. To nitron duge diéu ché bang phan (g tring ngung.
D. To tim thudc loai to thién nhién.
Ciu 86. (Lao Cai 21) Phat biéu nao sau day 1a sai ?
A. To olon la polime nhan tao.
B. Trung hop vinyl clorua thu dugce poli (vinyl clorua)
C. Cac to poliamit bi thily phan trong méi trudng axit hodc moi truomg kiém.
D. Cao su la nhirng vat li¢u co tinh dan hoi.
Ciu 87. (19) Phat biéu nao sau day ding?
A. PVC dugc diéu ché bang phan (g tring hop. B. To visco thudc loai to tong hop.
C. To tam thudc loai to nhén tao. D. Amilozo ¢6 ciu tric mach phén nhanh.
Cau 88.  (Thai Binh 19) Phat biéu ndo sau day la ding?
A. Trung ngung buta-1,3-dien véi acrilonitrin ¢6 xtc tac Na thu dugc cao su buna-N.
B. Poli(etylen terephtalat) duoc diéu ché bing phan (g tring ngung cac monome twong (mg.
C. To visco la to tong hop.
D. Trung hop stiren thu dugce poli(phenol fomandehit).
Ciu89. (Chuyén Tran Phii 20) Polime X la chét déo cimg, cach dién tot, bén véi axit, duoc
dung lam vat liéu dién, dng dan nudc, da gia,... Polime Y thudce loai to téng hop, dai, bén ddi véi
nhiét va gitr nhiét tot nén duoc ding dé dét vai may quﬁn 40 am. Tén goicuaXvayY lan luot 1a
A. Poli(vinyl clorua) va to nilon-6,6 B. Polietilen va to nilon-6,6
C. Poli(vinyl clorua) va to nitron D. Polietilen va to visco
Ciu 90. (Chuyén Nguyén Trii) Phat biéu nao sau day dung?
A. Poli(metyl metacrylat) co tinh dan héi.
B. Cao su Buna -S dugc hinh thanh khi dong tring hop buta-1,3- dien voi luu huynh.
C. Poliacrilonitrin thugc loai to vinylic.
D. To visco la polime tong hop.
Ciau91.  (Chuyén Lé Qui Don 20) Tién hanh thi nghi¢m theo cac budc sau day:
Budce 1: Dung 4 kep sat kep 4 vat liéu riéng ré: Mau mang mong PE, mau 6ng nhya dan nudc lam
bing PVC, soi len (Iam tir 16ng ciru) va vai s xenlulozo (hoic bong).
Bude 2: Ho cac vat liéu nay (timg thir mot) & gan ngon lira vai phut.
Budce 3: Dot cac vat liéu trén.
Cho cac nhan dinh sau:
(a) PVC bi chay ra trude khi chay, cho nhiéu khoi den, khi thoat ra c6 mui xdc khé chiu.
(b) S¢i len chay manh, khi thoat ra khong ¢6 mui khét.
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Nhém Héa — THPT Yén Hoa ] __ Chuyén dé polime
(c) PE bi chay ra thanh chat long, san pham chay tao hoan toan thanh khi, khong ¢ chat long hay ran.
(d) Soi vai chay manh, khi thoat ra khong ¢6 mui.

(e) Khi ho nong 4 vat ligu: PVC bi chay ra; PE bi chay thanh chét long.

S6 nhan dinh khong ding la

A. 4. B. 2. C.3. D.5

Ciau92.  (Chuyén Bac Liéu 19) Khbi lugng cua mot doan mach polietilen la 7000 dvC va
ctia mot doan mach to nilon-6,6 1a 23052 dvC. S6 lwong mit xich trong doan mach polietilen va
doan mach to nilon-6,6 lan lugt 12

A. 155 va 102. B. 250 va 102. C. 250 va 204. D. 145 va 204.

Ciu 93.  (Bdic Ninh 19) Phan ti khoi trung binh cuta cao su ty nhién la 105000. S mit xich
gan ding cia loai cao su trén la

A. 1454, B. 1544. C. 1640. D. 1460.

Ciu 94. (Thai Binh 19) Dé san xuat 120 kg thuy tinh hiru co (plecxiglas) can it nhit bao
nhiéu kg axit metacrylic va bao nhiéu kg ancol metylic véi hiéu suat cua qua trinh hoa este la
80% va qua trinh trung hop 1a 96%?

A. 86 va 50. B. 134,375 va 46,08.

C. 134,375 va 50. D. 79,2576 va 46,08

Cau95. (Chuyén Long An 21) Trong cong nghiép polietilen (PE) duge diéu ché tir phan tmg
trung hop etilen. Dé tong hop 5,376 kg PE thi can V m’ khi etilen (¢ dktc) (gia sir hiéu suat
phan tng 1a 100%). Gia tri cua V 1a

A. 2,1504. B. 8,6016. C. 4,3008. D. 4,0140.

BAI TAP XAC PINH TI LE MAT XICH TRONG CAO SU

Trong cao su Buna S va Buna N thi chi ¢6 mat xich (-CH2-CH=CH-CHb>-) la tham gia phan (mg
cong Bry, Hy, HX (ti 1€ 1:1)

Ciu96.  C{r7,32 g cao su buna -S phan (mg vira hét véi 3,2 g brom trong CCly. Ti 1é mit xich
butadien va stiren trong cao su buna-S la

A.1:3. B.1:2. c.2:3 D.3:5

BAl TOAN CLO HOA PVC

C2:H3:Cln + Clz — C2H30.1Cli1 + HCI
Ciau97. (Chuyén Lé Hong Phong 20) Clo héa poli (vinyl clorua) (PVC) trong diéu kién
thich hop, thu dwoc mot loai polime mdi, trong d6 clo chiém 62,39% theo khdi luong. S6 mét
xich PVC trung binh da phan g véi | phan tor Cl; 1a

A. 3. B. 5. C.4. D.2.

BAI TOAN LUU HOA CAO SU

Cau 98.  Cao su luu hoa co chira 2,5498% Iuu huynh vé khoi lugng. Khoang bao nhiéu mat
xich isopren c6 mdt cau ndi disunfua -S-S-, gia thiét rang S da thay thé cho H ¢ cau metylen
trong mach cao su?

A. 46 B. 30 €. 36 D. 40
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