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CLASS: 5

INSTRUCTIONS: The diagram below shows the apparatus in an invest
study the factors that cause rusting. LS 7.1.3

——— Tap water

+— lron nail

'a) Complete the table below for the results of the investigation.
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Observation after 10 days Condition of iron nails
( Rusty / Not Rusty )

Test Tube

X Iron nails are covered with
reddish-brown layers

No Change

.
L[I i No change
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b) Give an inference for the above investigation resulits.

i) X :

i) Y :

f iii) Z :

Nl F

c) What is the function of the oil in test tube Y ?
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