Experiment 2 — Rusting of Iron nail

Grade:

What causes iron to rust?

Procedure:

Observe and analyze: Put a tick on what you observe while examining the nails.

tube 1 (with
deionised water
and a nail)

tube 2 (with this
mixture and a nail)

tube 3 (with boiled
deionised water
and a nail)

tube 4 (water and
anhydrous calcium
chloride powder)

No rusting No rusting No rusting No rusting
Little rusting (one Little rusting (one Little rusting (one Little rusting (one
fourth) fourth) fourth) fourth)
Rusting (half) Rusting (half) Rusting (half) Rusting (half)
Completely rusted Completely rusted Completely rusted Completely rusted
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